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Kinetic and mechanistic analyses are made for better understandings of the chemical and physicochemical reactions 
occurring in polymerization systems and for better routes to the synthesis of well-defined polymers. By various poly-
merization techniques, in particular, living polymerizations, new well-defined polymers or polymer assemblies are pre-
pared, and their structure/properties relationships are precisely analyzed. Projects in progress include: (1) kinetics and 
mechanisms of living radical polymerization (LRP). (2) Synthesis of new polymeric materials by living polymerizations 
and their structure/properties studies. (3) Synthesis, properties, and applications of concentrated polymer brushes (CPB). 
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High-Pressure Atom Transfer Radical 
Polymerization of Methyl Methacrylate for 
Well-Defined Ultrahigh Molecular-Weight 
Polymers

The feasibility of high-pressure atom transfer radical 
polymerization (ATRP) for synthesizing well-defined 
polymers of extraordinarily high molecular weights was 
demonstrated. ATRP of methyl methacrylate (MMA) 
 under pressures up to 500 MPa was investigated at 60°C. 
The addition of a small amount of a Cu(II)Cl2/ligand com-
plex along with the general benefits of high pressure of 
enhancing propagation and suppressing termination 
brought about an excellent control of polymerization 
even with an extremely low concentration of ATRP initi-
ator. For example, there was produced PMMA with a 
number-average molecular weight Mn of 3.6 × 106 and a 
polydispersity index (Mw/Mn) of 1.24, which has never 
been achieved by conventional ATRP.

Alcohols as a Novel Class of Catalysts for a 
Living Radical Polymerization

Alcohols (phenols and a vinyl alcohol) were success-
fully used as a novel class of catalysts for a living radical 
polymerization (RTCP). Low-polydispersity polystyrenes 
and polymethacrylates with predicted molecular weight 
were obtained with a fairly high conversion in a fairly 
short time. Notably, the alcohols include common antioxi-
dants for foods and resins (e.g., BHT), phenol itself, and 
even natural compounds (e.g., vitamins). Their common-
ness and environmental safety may be attractive for prac-
tical applications.
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Next-Generation Vehicles by NEDO, 1 July 2007–20 
March 2008.
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for Next Generation PV System Technologies by NEDO, 
1 September 2006–20 March 2010.
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Technology Research Partnership, 10 August 2008–31 
July 2009.

Award
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 Annual Kobe Polymer Research Symposium, 18 July 2008.

Figure 1. Plot of Mn and Mw/Mn vs monomer conversion for the ATRP of 
MMA at 500 MPa.

Figure 2. Plots of molecular weight (Mn) and molecular weight distribu-
tion (Mw/Mn) vs monomer conversion for the polymerizations of styrene 
with alcohols (catalysts).


